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Supplier Information

Company Name TE Connectivity Request
Document ID

Contact Name David Benfer Contact Title Product Compliance Engineer for
DTC

Company
Unique ID

- Response Date 2013-03-24 Contact Email dave.benfer@te.com

Contact Phone Number 717-986-3725

Legal Statement

Supplier
Acceptance

true

Legal Statement

The information provided in this document is based upon reasonable inquiry of our suppliers. This information is subject to change. This information does not in any
way modify existing purchase specifications or existing contractual or other agreements terms between TE Connectivity (or its affiliated companies) and its customers.

Product

Manufacturer
Item number

5-1634526-1 Amount 12200.7 Version - Identity

Manufacturer
Item Name

Weight Uom mg Mfr Site Authority

Date UOM Each

EURoHS-0508 Product(s) meets EU RoHS requierement without any exemptions

ChinaRoHS-
0508

Product(s) is eligible for marking with the e code under China's Measures for Administration of the control of pollution by Electronic Information
Products

REACH-0209 Product(s) does not contain REACH Substances Of Very High Concern above the limits per the definition within REACH

Product Disclosure

Sub-
Item/Material/
Substance

Level Name Substance
Category

Substance
CAS

Substance
Concentration

Quantity Mass per Unit UOM Exemption

Material 1 Contact Pin-
Brass

1.0 750.0 mg

Substance 2 Copper Supplier 7440-50-8 68.0 1.0 510.0 mg

Substance 2 Zinc Supplier 7440-66-6 32.0 1.0 240.0 mg

Material 1 Gasket-Rubber 1.0 650.0 mg

Substance 2 Rubber, natural Supplier 9006-04-6 100.0 1.0 650.0 mg

Material 1 INSULATOR-
PE

1.0 826.1 mg

Substance 2 Ethene,
homopolymer

Supplier 9002-88-4 100.0 1.0 826.1 mg

Material 1 Body-Base
material Zn
alloy

1.0 9662.2 mg

Substance 2 Lead Lead/Lead
Compounds

7439-92-1 0.0055 1.0 0.53142 mg

Substance 2 Tin Supplier 7440-31-5 5.0E-4 1.0 0.048311 mg

Substance 2 Aluminum Supplier 7429-90-5 4.0885 1.0 395.03905 mg

Substance 2 Manganese Supplier 7439-96-5 3.0E-4 1.0 0.0289866 mg

Substance 2 Magnesium Supplier 7439-95-4 0.0375 1.0 3.62332 mg

Substance 2 Zinc Supplier 7440-66-6 95.8409 1.0 9260.33944 mg

Substance 2 Copper Supplier 7440-50-8 0.0175 1.0 1.69088 mg

Substance 2 Iron Supplier 7439-89-6 0.0082 1.0 0.7923 mg

Substance 2 Nickel Nickel 7440-02-0 3.0E-4 1.0 0.0289866 mg

Substance 2 Cadmium Cadmium/Cad
mium
Compounds

7440-43-9 8.0E-4 1.0 0.0772976 mg

Material 1 Contact Pin-
Au plating

1.0 13.0 mg

Substance 2 Contains No
Reportable
TE5081-2
Substances

Supplier TE5081-2-
1212

0.3 1.0 0.039 mg

Substance 2 Gold Supplier 7440-57-5 99.7 1.0 12.961 mg

Material 1 Body-Ni Plating 1.0 195.0 mg

Substance 2 Nickel Nickel 7440-02-0 99.7 1.0 194.415 mg

Substance 2 Contains No
Reportable
TE5081-2
Substances

Supplier TE5081-2-
1212

0.3 1.0 0.585 mg

Material 1 Washer-Steel 1.0 102.0 mg

Substance 2 Carbon Supplier 7440-44-0 0.49 1.0 0.4998 mg

Substance 2 Iron Supplier 7439-89-6 97.742 1.0 99.69684 mg

Substance 2 Phosphorus Supplier 7723-14-0 0.018 1.0 0.01836 mg

Substance 2 Silicon Supplier 7440-21-3 0.24 1.0 0.2448 mg



Substance 2 Contains No
Reportable
TE5081-2
Substances

Supplier TE5081-2-
1212

0.8 1.0 0.816 mg

Substance 2 Manganese Supplier 7439-96-5 0.71 1.0 0.7242 mg

Material 1 Washer-Ni
plating

1.0 2.4 mg

Substance 2 Nickel Nickel 7440-02-0 99.7 1.0 2.3928 mg

Substance 2 Contains No
Reportable
TE5081-2
Substances

Supplier TE5081-2-
1212

0.3 1.0 0.0072 mg



                                                                                                                                                                                                   

