
PRODUCT DIMENSIONS & NOTES 
 

DIMENSIONS (in millimetres) 
 

D DIA. d DIA. W 
MIN MAX ±0.36 

a b b 
19.0 4.0 1.78 

 
NOTES: 
 
Material conforms to TE specification TEC-108-120009. 
Longitudinal shrinkage on full recovery = -10 to -30% 
Supplied wall thickness concentricity = 50% minimum. 
 
 
MATERIAL: 1. JACKET  Irradiated Modified Polyolefin. 
                     2. LINER    Hot melt adhesive. 
 
 
 

 
 

Part as supplied

Part fully recovered


