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STANDARD CUTTING TOLERANCES(mm)

CUT LENGTH TOLERANCE 

UPTO TO 9.90mm

10mm TO 24.90mm

25mm TO 54.90mm

55mm TO 99.90mm

100mm TO 149.90mm

150mm TO 499.90mm

500mm AND GREATER
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WALL THICKNESS 
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INNER MELTABLE WALL
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mm. in. mm. in. mm. in. mm. in. mm. in. mm. in.

ATUM-175/
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3.94 0.155 4.44 0.175 1.00 0.039 1.00 0.039 0.30 0.012 0.50 0.020
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LONGITUDINAL SHRINKAGE ON FULL RECOVERY 0 TO-15%
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